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Test Order Ref : GVM/COATI N G/03 92 8-2-tl OG I 2023

Date of Receipt:30.08.2023

JSW PAINTS PRIVATE LIMITED
Vasind Village - Vasind,

Taluka - Shahapur, Vasind,
Thane, Maharashtra -421604

Source of Sample

No. of Product tested
Customer's Reference

Condition of Sample

Lab Reference Number
Sample ldentification #
Period of Test

Sample Supplied by the Customer

02 (Two Only)
PO No. VSND/2010014020/5ER/R 12620007 590. dt. -18.08.2023
Satisfactory
2023/AUG/03s28-2-t
Paint Samples

01.09.2023 to 03.09.2023

Datei 27.09.2023
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TEST RESULTS:

# As furnished by the customer.

Note: 1. The results relate only to the items tested.
2. Report shall not be reproduced except in full, without the written approval of lab.

3. Any correction invalidates this report.
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S. N. Product Name # Test Conducted Unit
Test

Results
Test Method

1 Berger Silk Glamour
Volatile Organic

Compounds (VOC)
% 2.50 lS 101 (Part 2/Sec2)

2 Berger Silk Glow
Volatile Organic

Compounds (VOC)
% 2.30 lS 101 (Part 2/Sec2)

Regd. Office:
402, Yogesh Apartment CHS, Plot N0.26, Sector BA, Airoli, Navi lVumbai - 400 708, lNDlA.
GSTI N: 27BPBPB4090Q1ZN/
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