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JSW PAINTS PRIVATE LIMITED
Vasind Village - Vasind,

Taluka - Shahapur, Vasind,

Thane, Maha rashtra -42L604

Source of Sample

No. of Product tested
Customer's Reference
Condition of Sample
Lab Reference Number
Sample ldentification #
Period of Test
Test Method

Datei 25.01..2024
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TEST REPORT ON VOLATILE ORGANIC COMPOUNDS (VOC)

: Sample Supplied by the Customer

: 04 (Four Only)

: PONo.VSND/2010014020/SER/R126200083ss,dt, -1t.0t.2024
: Satisfactory
: 2024lJAN/04673-2-t
: Paint Samples
: 22.0L.2024 to 24.01.2024
: lS 101 : Part 2 : Sec 3 :20L5

TEST RESULTS:

# As furnished by the customer.

Note: L. The results relate only to the items tested.
2. Report shall not be reproduced except in full, without the written approval of lab.

3. Any correction invalidates this report.
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S. N. Product Name # Test Conducted Unit Test Results

t Dulux Velvet Touch Pearl Glo
Volatile Organic

Compounds (VOC)
o//o 2.32

2 Dulux Velvet Touch Diamond Glo
Volatile Organic

Compounds (VOC)
o//o 2.44

3
Nerolac lmpressions HD Premium
Luxury Emulsion

Volatile Organic
Compounds (VOC)

% 2.L9

4
Nerolac lmpressions Kashmir.

Luxury Emulsion
Volatile Organic

Compounds (VOC)
% 2.34
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